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Test Report No.: NGBAFL25005845610 Date: Sep 09, 2025 Page 1 of 4

Client Name: ZHEJIANG YIBAI PACKAGING MATERIALS CO., LTD.
Client Address: No.2 LIUSHAN ROAD, HANGBU, KECHENG, QUZHOU, ZHEJIANG, CHINA

Sample Name: PVA (PVOH) Coated BOPET

Manufacturer: ZHEJIANG YIBAI PACKAGING MATERIALS CO., LTD.
Production Date: 2025.8.11

Sample Batch No.: YBV250811A63

The above sample(s) and information were provided by the client.

SGS Job No.: O-SHAFL202502340685

Sample Receiving Date: Sep 03, 2025

Testing Period: Sep 03, 2025 ~ Sep 09, 2025

Test Requested: Select test(s) as requested by the client.
Test Method(s): Please refer to next page(s).

Test Resuli(s): Please refer to next page(s).

Signed for and on behalf of

SGS-CSTC Standards Technical Services Co., Ltd. Ningbo Branch Scan to see the report
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Approved Slgnatory Verification:

check.sgsonline.com.cn

This report is English version of NGBAFL25005845605.

Unless otherwise agreed in wntlng this document is issued by the Company subject to its General Conditions of Service printed overleaf,
available on request or ac ible at https://www.sgs.com/en/Terms-and-Conditions. Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects
the Company’s findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company’s sole
responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.
Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com
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Test Requirement Comment

1 Phthalates See Results
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Test Report No.: NGBAFL25005845610 Date: Sep 09, 2025 Page 3 of 4
Test Result(s):
Test Part Description:
Material
SN ID Sample No. SGS Sample ID Description (claimed by
the client)
PVA
SN1 5A NGB25-0058456-0005.C001 Transparent plastic film %;ﬁ:f
BOPET
Remarks:
(1) mg/dm?2 = milligram per square decimeter
mg/inch? = milligram per square inches
Mg/cm?2 = microgram per square centimeter
mg/L = milligram per litre
mg/kg = milligram per kilogram
(2) °C = degree Celsius
°F = degree Fahrenheit
(3) <=lessthan
(4) RL = Reporting Limit
(5) ND = Not Detected (< RL).
Phthalates
Test Method: GB 31604.30-2025.
Test ltem(s) CAS No. Unit(s) RL 5A
Benzyl Butyl Phthalate(BBP) 85-68-7 mg/kg 2.5 ND
Bis(2-n-butoxyethyl)Phthalate(DBEP) 117-83-9 mg/kg 2.5 ND
Bis(2-methoxyethyl)phthalate(DMEP) 117-82-8 mg/kg 2.5 ND
Bis-(2-ethylhexyl) Phthalate(DEHP) 117-81-7 mg/kg 2.5 ND
Bis(2-ethoxyethyl)Phthalate(DEEP) 605-54-9 mg/kg 2.5 ND
Bis(4-methyl-2-pentyl)Phthalate(BMPP) 146-50-9 mg/kg 2.5 ND
Diphenyl Phthalate(DPhP) 84-62-8 mg/kg 2.5 ND
Dicyclohexyl Phthalate(DCHP) 84-61-7 mg/kg 2.5 ND
Di-n-Hexyl Phthalate(DHXP) 84-75-3 mg/kg 2.5 ND
Dimethyl Phthalate(DMP) 131-11-3 mg/kg 2.5 ND
Dinonyl Phthalate(DNP) 84-76-4 mg/kg 5 ND
Dipentyl Phthalate(DPP/DPENP) 131-18-0 mg/kg 2.5 ND
Diallyl Phthalate(DAP) 131-17-9 mg/kg 2.5 ND
Diethyl Phthalate(DEP) 84-66-2 mg/kg 2.5 ND
Diisobutyl Phthalate(DIBP) 84-69-5 mg/kg 2.5 ND
Diisodecyl phthalate (DIDP) 26761-40-0 mg/kg 50 ND
Diisononyl phthalate (DINP) 28553-12-0 mg/kg 50 ND
Dibutyl Phthalate(DBP) 84-74-2 mg/kg 2.5 ND
Di-n-Octyl Phthalate(DNOP) 117-84-0 mg/kg 5 ND

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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Test Report No.: NGBAFL25005845610 Date: Sep 09, 2025 Page 4 of 4
Sample Photo:

NGB25-0058456-0005.C001

SGS authenticate the photo on original report only
*** End of Report ***

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed overleaf,
available on request or accessible at https://www.sgs.com/en/Terms-and-Conditions. Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects
the Company’s findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company’'s sole
responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the tr: ion d This d cannot be reproduced except in full, without prior written approval of the Company. Any
3 = unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
ISR % ) 55 to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.
Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com

No.1177, Lingyun Road, Hi-Tech Zone, Ningbo, Zhejiang, China 315040 t E&E (86-574)89070249 WWW.Sgsgroup.com.cn
hE- WL TREHRESEI77S  #BY: 315040 tHL (86-574)89070271 tML (86-574)89070242 sgs.china@sgs.com

)
i

1
Member of the SGS Group (SGS SA)



		2025-09-09T08:05:43+0000
	CNE2
	SGS officially issued document




